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dust fed vs. arrestance

Date : June 30, 2009 Test Requested by : AAF International
Sample ID : VARICEL VXL Merv 15 Manufacturer : AAF International

(3018413-003) Arrestance: 99.9%
Test Type : DHC/Arrestance Holding Capacity @ 1.0": 349.6  grams
Test Aerosol : Ashrae 52.1 Dust Holding Capacity @ 1.5": 549.4  grams
Flow: 1968 cfm Holding Capacity @ 2.0": 699.3  grams
Size: 24 x 24 x 12  ESP
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