
Example Specification Segment- White Portland Cement

SECTION 03 33 00
ARCHITECTURAL CONCRETE

PART 2  PRODUCTS 

2.1 CONCRETE MATERIALS AND ACCESSORIES
 
A. Portland Cement: Shall be white portland cement conforming with the requirements of 
 Standard Specification for Portland Cement, ASTM C 150, for Type ___ (I, II, III or V) portland 
 cement, except that it shall contain not more than 0.50% by weight Ferric Oxide, (Fe2O3)
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