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Lubricant Analysis Report
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NORMAL

ABNORMAL CRITICAL

Overall report severity based on comments.

Acco

unt Information

Component Information

Sample Information

Account Number: 153995-0000-0000

Company Name:
Contact:
Address:

Phone Number:

BOOM AND BUCKET

ADAM LAWRENCE/KRIS HUFF
C/0 SAMIR SHAH 701 BRAZOS

ST STE 300
AUSTIN, TX US

213-463-5980/775-225-3529

Component ID

1 2012 CAT 259B 703372 E

Secondary ID:

Component Type
Manufacturer
Model
Application

: DIESEL ENGINE
. CATERPILLAR

1 259B

: UNKNOWN

Sump Capacity:

Tracking Number:
Lab Number:

Lab Location:
Data Analyst:
Sampled:
Received:
Completed:

23265785695
S-074378
Salt Lake City
ZXH
09-Nov-2023
13-Nov-2023
16-Nov-2023

Filt

er Information

Miscellaneous Information

Product Information

Filter Type: Information Requested

Micron Rating:

0

Product Manufacturer: Information Requested
Product Name: Information Requested
Viscosity Grade: Information Requested

Comments |Data indicates no abnormal findings. Resample at normal interval. Please provide missing lubricant information. Manufacturer, product
name, and viscosity grade are needed to properly evaluate lubricant properties. Unit and/or lubricant TIME missing. Please provide
missing application and sump information.

Contaminant
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Comments are advisory only and are based on the assumption that the sample and data submitted are valid. Results relate only to the items tested. Missing fluid or component information limits the
evaluation. No warranty is expressed or implied. Measurement uncertainty available upon request.
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